Data Sheet SCHOITT

N-LAF7 ng = 1.74950 vg = 34.82 Ne - Ne = 0.021525
749348.373 Ne = 1.75459 Ve = 34.56 Ng - N = 0.021833
Refractive Indices Internal Transmittance ; Relative Partial Dispersion
A [nm] A[nm] | ©[10mm] 7, [25mm] Pt 0.2317
No325.4 2325.4 1.70344 2500 0.680 0.380 Pcs 0.4870
N1o701 1970.1 1.71021 2325 0.870 0.700 Puc 0.2928
Nis296 1529.6 1.71772 1970 0.960 0.900 Ped 0.2366
N10600 1060.0 1.72659 1530 0.993 0.982 Py 0.5894
n 1014.0 1.72773 1060 0.998 0.996 Pin
ns 852.1 1.73272 700 0.997 0.992
n, 706.5 1.73972 660 0.995 0.988 P's: 0.2284
ne 656.3 1.74320 620 0.994 0.985 P'cs 0.5254
ne 643.8 1.74419 580 0.992 0.980 Plac 0.2434
Ne3z2s 632.8 1.74511 546 0.988 0.970 P'ed 0.2333
no 589.3 1.74931 500 0.971 0.930 Pyr 0.5218
ng 587.6 1.74950 460 0.940 0.850 P'in
Ne 546.1 1.75459 436 0.900 0.770
ne 486.1 1.76472 420 0.860 0.680 Deviation of Relative Partial Dispersion
Ne 480.0 1.76602 405 0.780 0.540 AP from the normal line
ng 435.8 1.77741 400 0.750 0.490 AP, 0.0085
ny 404.7 1.78854 390 0.660 0.350 APc 0.0029
n; 365.0 380 0.520 0.190 APe 0.0005
Na341 334.1 370 0.300 0.050 APy 0.0042
N3 312.6 365 0.170 0.010 AP; g
N2g6.7 296.7 350
N2go.4 280.4 334 Other Properties
Nosss 248.3 320 aonroec [10°/K] 7.3
310 isorsaoec [L0/K] 8.4
Constants of Dispersion Formula 300 T, [°Cl 568
B, 1.74028764 290 T2 °C] 563
B, 0.226710554 280 T [°C) 669
B, 1.325255480 270 Cp [J(g*K)] 0.620
C, 0.01079255800 260 L [W/(meK)] 0.830
C, 0.0538626639 250
Cs 106.2686650 o [o/lem?] 3.73
E [10° N/mm?] 96
Constants of Formula for dn/dT Color Code u 0.271
Do 9.21E-07 Lo/ As 46/36 K [10° mm?/N] 257
D, 1.10E-08 (*= Ao/As) HKo.1/20 530
D, -1.75E-11 Remarks HG 5
Eo 7.67E-07
E, 1.10E-09
Lotk [um] 0.264
CR 1
Temperature Coefficients of the Refractive Index FR 2
AN/ AT [10°°/K] AN/ AT [10°%/K] SR 51.3
[°C] 1060.0 e g 1060.0 e g AR 1.2
-40/-20 25 3.9 5.6 0.2 15 3.1 PR 1.2
+20/+40 2.6 43 6.3 1.1 2.7 47
+60/+80 2.7 4.6 6.8 1.6 34 5.6
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